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King County

Company Name:

Please Specify Month & Year:
All units are mg/l unless otherwise noted.

Industrial Waste Monthly Self-Monitoring Report

ALASKAN COPPER WORKS E. MARGINAL WAY

Month:

OCTOBER

2011

Sample Site No.

Mail or FAX to:

A4010

King County Industrial Waste

130 Nickerson Street, Suite 200
Seattle, WA 98109-1658
Phone 206-263-3000 / FAX 206-263-3001

Permit/DA No.:

7238-04

This form is available at www.kingcounty.gov/industrialwaste.
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PLEASE CIRCLE ALL PERMIT VIOLATIONS

$ Monthly report is due by the 15th of each month.
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| certify under penalty of law that this document and all attachments were prepared under my direction or 7 £ ES &5
supervision in accordance with a system designed to assure that qualified personnel properly gather and evaluate 23 o =
the information submitted. Based on my inquiry of the person or persons who manage the system, or those o = —_
persons directly respgmsible for gathering the information, the information submitted is, to the best of my knowledge S g
and belief, true, acgirate. and complete. | am aware that there are significant penalties for submitting faise L ]
information, inclugfng the possibility of fine and impssOyment for knowing violations. 1 further cedtify that all data =4
requiring a labggétory analysis were analyzed by, # Washington State Department of Ecology accregited laboratory L
for eac ter tested. ,
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COPPER RESULTS
NICKEL e NICKEL ZING
ALASKAN COPPER WORKS ALASKAN COPPER WORKS
3200 FACILITY 3200 FACILITY
OCTOBER 6, 2011 OCTOBER 13, 2011
COMPOSITE M07748 COMPOSITE M07782

| VISUAL REPRESENTATION OF THE LAB RESULTS ‘

_NOTE: ALL LABORATORY RESULTS HAVE BEEN CHANGED FROM ppb TO ppm FOR REPORTING PURPOSES

CHROME COPPER NICKEL  ZINC CHROME COPPER NICKEL ZINC
RESULTS 0.23 0.19 0.14 0.01 RESULTS 0.24 0.14 0.15 0.01
LIMITS 275 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 261
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@ RESULTS CHROME RESULTS
P COPPER :
NICKEL NG NICKEL NG =
ALASKAN COPPER WORKS ALASKAN COPPER WORKS
3200 FACILITY 3200 FAILITY
OCTOBER 21, 2011 OCTOBER 27, 2011
COMPOSITE M129057 COMPOSITE M07848
VISUAL REPRESENTATION OF THE LAB RESULTS
NOTE: ALL LABORATORY RESULTS HAVE BEEN CHANGED FROM ppb TO ppm FOR REPORTING PURPOSES J

CHROME COPPER NICKEL ZINC CHROME COPPER NICKEL ZINC

RESULTS 0.57 0.52 0.59 0.01 RESULTS 0.35 0.24 0.30 0.01

LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61



